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REPORT BRIEF
INITIAL EYALUATION TESTS
OF
EAGLE~PICHER INDUSTRIES
6.0 AMPERE-HOUR MICKEL-CADMIUM SPACECRAFT CELLS

FOR
SEPARATOR MATERIAL EVALUATION

Ref: (a) MASA Purchase Order $-23404-G
(b) Initial Fvaluation Test Procedure for Hickel~Cadmium
Sealed Space Cells: WNADC 3053-TP324 of 10 Apr 73

I. TEST ASSIGNMENT BRIEF

A. The purpose of this evaluation test program is to insure that
all cells put into the life cycle program are of high quality by the
screening of cells found to have electrolyte leakage, internal shorts,

.low capacity, or inability of any cell to recover its open-circuit
voltage above 1.150 volts during the internal short test.

8. The 66 cells, comprising 10 groups, were manufactured for the
National Aeronautics and Space Administration, Goddard Space Flight
Center, under NASA contract number NAS-5-17806, by Eagle-Picher
Industries, Joplin, Missouri. They were manufactured to Goddard
Space Flight Center's specification number $-716-P-6. A1l the cells
nad auxiliary electrodes, but these electrodes were not evaluated
since the purpose of this test was to evaluate various separator
mateérials. The cells were identified by Eagle-Picher's type numher,
RSH-6B, and serial numbers 1 to 70, non-inclusive. Two groups of
cells had nylon separator material and the other groups had poly-
propylene. These cells are rated at 6.0 ampere-hours, contain double
ceramic seals, and two cells in each group were fitted with pressure
gauge asserblies prior to testing. Testing was funded in accordance
with reference (a?.

C. Test limits specifv those values in which a cell is to he
terminated from a particular charge or discharge. Requirements are
referred to as normally expected values based on past performance of
aerosnace nickel-cadmium cells with demonstrated 1ife characteristics.
A reguirement does not constitute a 1imit for discontinuance from test.

[T, SUARY CF RESULTS

Ao Mne cell, S/N 46, with Hercules separator material, would not
charge. Its initial resistance was 10 millohms.

ORIGINAL PAGE IS
OF POOR QUALITY
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B. Only those cells with the PP-Canadian separator material
and those with the N-Pellon material {groups R and F respective]y)
completed their initial charge without exceeding any test limits.

C. HNo group of cells completed their second charge, ¢/10 for
24 hours, without having any cell exceed a test limit.

D. Group R cells, with the PP-Canadian separator material,
averaged the highest ampere-hours out (8.3) during the first capacity
test, whereas Group 0, PP-Grace material, averaged the lowest (5.8).
Two cells each, from Groups 0 and N (PP-Grace material} did not
deliver the rated capacity of 6.0 ampere-hours following this charge.

E. OGroup F cells, with the !I-Pellon material, exhibited the
-hinhest average ampere-hours out (7.6) during the second capacity
test. Group M cells averaged the lowest, 5.6 ampere-hours, in which
five cells did not deliver rated capacity. Two cells each, from
Groups L and 0, and five cells from Group M did not deliver rated
capacity. These groups have the PP-Grace type material.

F. During the charge efficiency test, only one cell each, from
Groups R and F, failed to deliver the minimum capacity out require-
ment of 55 percent of capacity in, whereas Groups 0 and S had one
cell each to pass this requirement.

ITI. RECOMSENDATIONS

A. It is recommended that these cells be placed into the 1ife
cycling program for comparisaon of performance of the various types
of separator material.

B. As of 14 Hovember 1974, 10 battery packs, one made'up of
cells from each group, were on 1ife cycle test.

ii

ORIGINAL PAGE I8
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RESULTS OF
IMITIAL EVALUATION TESTS
OF
EAGLE-PICHER INDUSTRIES
6.9 AMPERE-HOUR NICKEL-CADMIUM SPACECRAFT CELLS
FOR
SEPARATOR MATERIAL EVALUATION

I. TEST CORNDITIONS AND PROCEDURE
A. A1) evaluation tests were performed at room ambient (RA)

pressure and temperature {25° + 2° C), with discharges at the 2-hour

rate, and in accordance with reference (b), and consisted of the
fo}10w1ng

1. Phenolphthalein leak taests (2).

2. Two capacity tests, with internal resistance measurement
following the second discharge.

3. Intemal short test.
4, Charge efficiency test.
57 Phenolphthalein teak test.
(See Appendix I for sumﬁary of test procedure,)
IT. CELL IDENTIFICATION AND UESCRIPTIOH_
A. The 66 cells were manufactured with 10 various types of
separator material. The cells were identified by the manufacturer

type numher, RSN-6B, and by serial numbers. Following is a listing
of the ser1a1 numbers, type separator, group and test pack number.
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Separator
Group Material* Cell S/H Test Pack
L PP-Grace @ 1-7 9L
3073-23
M PP-Grace : 8-14 9N
3073-35
N PP-Grace 15-17,19-21 K
‘ 3074-18
0 PP-Grace 22-26,28 30
1972-31W
p PP-Grace L 29-35 gp
3073~324
0 PP-WEX 1242 36-42 9Q
RAI |
J PP-Hercules 44-47,49 | 94
: 2711-55
R PP-Canadian 50-55 gR
WEX-1IS1S
F ti-Pellon 56-63 9F
' 2505 {Control)
S H-Grace 64-70 9s
Extracted

* PP - Polypropylene
N - Nylon

Each group had two cells fitted with pressure gauge assemblies prior
to testing.

B. The 6.0 ampere-hour cell is rectangular with an average weight
and physical dimensions as follows:

Weight (g) deight {In) Length (In) Width {In)
: 291.0 3.795

.852 2,100

Individual cell measurements are listed in Table 1.

2
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C. The cell containers and covers are made of stainless steel.
The positive and neqative terminals are insulated from the cell
cover by ceramic seals and protrude through the cover as solder-
type terminals.

(See Appendix II for detailed cell description.)
ITT. RESULTS--The following was condensed from Tables I through III.

Ao Dne cell, S/N 46, with Hercules separator material, would not
charge. Its internal resistance was 10 milliohnms.

B. Three cells, S/N's 8, 10 and 32, initially indicated leaks at
the base of their fill tube, but did not indicate leaks after high
vacuum or following test.

C. Only two groups of cells (R and F), with PP-Canadian and
H-Peilon separator material, completed the initial charqe without
having any cells removed from charge due to high cell voltage
{1.520 volts) or high pressure (100 nsia).

‘0. Ho group of cells completed the second charge, c/10 for 24

hours, u1thout Raving any ce]]s removed because of hiah voltage or
pressure.

- E. Group R cells, with the PP-Canadian separator material,
averaged the highest ampere-hours out (8.3) during the first capacity
test, whereas Group 0, PP-Grace material, averaged the lowest (5.8).

Two cells each, from Groups C and N, did not de11ver the rated capa-
c1ty of 6.0 ampere-hours following th1s charge.

F. Group F cells, with the i§-Pellon material, exhibited the
highest average ampere-hours out {7.6) during the second capacity
test. Group Ii cells averaged the Towest, 5.6 ampere-hours, in which
five cells did not deliver rated capacity. Two cells each, from
Groups L and 0, and five cells from Group M did not deliver rated
capacity. These groups have the PP-Grace type material.

G. During the charge efficiency test, only one cell each, from
Groups R and F, failed to deliver the minimum capacity out requirement
of 55 percent of capacity in, whereas Groups 0 and S had one cell each
to pass this requirement.
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H. A11 cells exceeded 1.200 volts at the end of 24 hours,
following a 16-hour short period, during the internal short test.

I. The internal resistance of cells S/N 28, of Group 0, was
9.4 milliohms, whereas the resistance of all the other cells was
4.0 + .3 milliohms.
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APPENDIX I
f. TEST PROCEDURE | |
A.. Phenolphthalein Leak Tests:

1. This test is a determination of the condition of the
welds and ceramic seals on receipt of the cells and following the
last discharge of the cells (Cycle #3).

. 2. The cells were initially checked with a one-half of one
percent phenolphthalein solution applied with a cotton swab and then
placed in a vacuum chamber and exposed to a vacuum of 40 microns of
mercury or less for 24 hours. Upon removal they were rechecked for
Teaks and then received a final check following test completion.

Ihe requirement is no red or pink discoloration which indicates a
eak.

B. Capacity Tests:

1. The capacity test is a determination of the cell's
capacity at the c¢/2 discharge rate to 0.75 volt per cell, where C
is the manufacturer's rated capacity. This type discharge follows
all charges of this evaluation test.

2. The charges for the capacity tests are as follows:

a. ¢/20, 48 hours, room ambient (RA), Cycle 0O, with a
test limit of 1.52 volts or pressure of 100 psia.

b. ¢/10, 24 hours, RA,'Cycle 1, with a test 1imit of
1.52 volts or 100 psia pressure and a requirement of maximum voltage
(1.48) or pressure (65 psia).

C. Internal Resistance:
1. Measurements are taken across the cell terminals follow-
ing the discharge of Cycle 2. These measurements were made with a
Hewlett-Packard millichmmeter (Model 4328A).
0. Intemal Short Test:
1. This test is a means of detecting slight shorting condi-

“tions which may exist because of imperfections in the insulating
materials, or damage to element in handling or assembly.
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.2, Followinn completion of the second capacity discharge,
the cells are shunted with an 0.5 ohm, 3-watt resistor for 16 hours.
At the end of the 16 hours the resistors are removed and the cells
stand on open-circuit-voltage (0CV) for 24 hours. A minimum voltage
of 1.15 is required at the end of 24 hours. _

E. Charge Efficiency Test, 25° C:

1. This test is a measurement of the cells' charge efficiency
when charged at a low current rate.

2. The cells are charged at ¢/40 for 20 hours with a test
limit of 1.52 volts or 100 psia pressure. They are then discharged
and the requirement is that the minimum capacity out equals 55 per-
cent of capacity in during the preceding charge.
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APPENDIX 11

Cell Design _
Eagle-Picher RSN-6 Separator
Cells

1. Cell Case: The cell case is drawn from 304L stainless steel
with a wall thickness of 0.025.

2. Cell Header: The cell cover is fabricated from 304L stainless
steel and contains two alumina ceramic seals with nickel iron
(alloy 42) stress relief collars. The terminal nosts are nickel,
The brazing alloy used is silver, copper, indium alloy per
MIL-B-15395A. The header assembly has a 0.187 0.0, stainless steel
fi1l tube welded to the cover.

3. Positive p]ates Each cell contains ten positive plates. The
nominal dimension of the plate, not including the tab, are 2.50 in.
high, 1.75 in. wide and 0.025 in. thick. A nickel tab is welded to
the plate., Plate edges are coined 0.031 in., The capacity of the
positive plate is 0.7 ampere hours.

4, Negative Plates: Each cell contains eleven negative plates. The
nominal dimensions of the plate, not including the tab, are 2.50 in.

nigh, 1.75 in. wide and 0.028 in. thick. A nickel tab is spot welded
to the plate. Plate edges are coined 0.031 in. The capacity of the

negative plate is 1.14 ampere hours. ‘

5. Separators: The separators in the cell are listed in the attached
table. The electrode/separator assembly is not insulated from the cell
case, A jacket, made of the same material as the cell separator, sur-
rounds the electrode/separator assenbly.

6. Electrolyte: The electrolyte used in each cell is 31 percent KOH.
E]ectro];te adjustments during the manufacturer's processing are shown
in the attached table.
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9ND-NADC (SP 11/73) TABLE I

ol

PHENOLPHTHALEIN LEAK TESTS
Initial Following Hi Vac Following Test Completion
SERTAL | WEIGHT HEIGHT LENGTH WIDTH Jerminals | Fill | Other { Terminals | Fill { Other nals| Fi1l ]Other
NUMBER | (Grams) | {Inches) | (Inches} | (Inches) +1 - | Tube +] - Tube +{ - | Tube
b 2943 | 3754 | .94 2,03 ' ' A
255.7 | 3.867 , 951 2.096 i

3 290.6 | 3794 L 94C 2,098

4 2910.3 3.9 333 z.l03

5~ 290.5 2.790 Y 2.097

[ 29(.6 3.0 . 3y z.045% i

y) %Y | 3913 L85y 2,076 : Wo |Leds Ao | Leales

—g—1_252.4 | 37990 95t 2092 | v '

9 2515 | 392 | L5y 2.(07 |

/0 150 3.265 L8Ct Z.t04 v

/! 292.6 3,215 355 2 lo¢

/1 239.7 | 3.%04 235 2.099 ,

{3 293.8 | 3304 .89 2.09% |

14 2517 | 3.7185 85y 200 !

/5 238.9 3.6 383 2401

/6 z50.4 3.80¢ 852 2.095

£7 2872 2,785 ) 2405

19 28%.3 29U .84 2,076

20 28721 2.8 L83 2,055

2! 289.9 3.807 3% 2.0k

T 255.3 2.%01( 837} 2.(0%

23 2949 | 3.0 .85 2.t04 -

24 2929 | 3904 . 846 2.076

15 2%0.6 | 3,83 | ,8«¥ 2.099

26 292.82 | 2.%% .95 2.097

28 2950 | 3.197 .866 2.002 - v v

2E-GL 3/030M
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OND-NADC (SP 11/73)

TABLE I

PHENOLPHTHALEIN LEAK TESTS

Inftial Following Hi Vac Following Test Completion

SERIAL | WEIGHT HEIGHT LENGTH WIDTH Terminals| Fil1l | Other nals | Fill | Other nals| Fill [Other

NUMBER | (Grams) | (Inches) | (Inches) | {Inches) + | « | Tube + | - Tube + ] - Tube
29 2908 3.900 Z5L 2,103 1 A
30 150.1 3.723¢% . 856 2. .tod (
3¢ 289.0 | 3805 | .84 | 2.0 ’
2L 250, 3.79% L340 2,007 o Ao | Lenlts) Wo | Cealts
33 | 2999 -|-3.386 .839 2,100 ] :
3¢ | 2994 | 3.8 | 937 2.097 ‘ :
33 29507 379 LB6L 2,108

3¢ 256.0 | 3,768 A52 | 2099

37 2897 3.77% . 9] 2.096

38 2705 | 3.792 .68 2,097

37 2509 | 3.785 .85 2./06 f

o 292.3 3,787 859 2,098

<} z90.2 3.790 L9943 2,077

2 292.6 3.78% 357 2. 006

4of 294.%9 3.7290 A 2.077

45 250.3 3,905 L84S 2.{00

“6 2897 | 3.802 | .36 2.00f

47 294.7 3.308 357 2.(0%3

«7 293.7 3.297 g5t 2.0%7

S50 25866 3.866 836 .09

51 23¢9 3.7292 AT 2.09

st 2835 | 3.806 L9573 2.096

33 2367 3795 852 2.0%2

§€ | 2874 | 3990 L8361 2.to2

S5 1 2945 | 3.72¢8 | .gs2 | 2,092 ]

2E-6L 3/730M
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9ND-NADC (SP 11/73)

TABLE I

.PHENOLPHfHALEIN LEAK TESTS

Initial Following Hi Vac Following Test Completion
SERIAL | WEIGHT HEIGHT LENGTH WIOTH [ Terminals| Fili [Other | lerminals | Fiil Other nals | Fi1l) }Other
NUMBER | (Grams) | {Inches) | (Inches} | (Inches) + ] - Tube +] - Tube + | - Tube
$6 | 27ts | 3778 8«0 | 2,103 A A A
<7 290.% | 3.866 .860 2408 ' i |
¢ | 2897 | 3303 | .8 | 2.004 / |
59 28%.6 3,208 . 860 2.079¢ / I
60 291.( 3801 963 2.(08 - ’ -
& 2519 3980 | .8er 2,03 ] Lol #o |Corkis o Loakss
Ll 2915 3.793 . 860 2.(03
¢3 29,9 3285 | .85L 2.099
oy 297.8 | 3.8 | .23} 2,097
s 250,0 | 3.95¢ LG4 2.092 |
66 250.6 | 3.767 85y 2.(04
&7 2947 3,738 355 2.099
A 293.7 3.8 , 859 2, (o
67, 2532 | 3.88 Feb 2,056
20 253.6 | 3,804 . 960 2.¢0{ Y v

2€-64 3/236M
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; CAPACITY TEST 1 _CAPACITY JEST 2 CH 2
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TABLE 11
- CAPACITY AND CHARGE EFFICIENCY DATA

CAPACITY TEST I

CAPACITY TEST 2

CHARGE EFFICIENCY

. FD-0F-CHAPGE " END-DF-DISGIAPGE £~ OF- CHARGE ETID- OF- DI SCUARGE ETD-0F-CHARGE END-0F=DIS CHARGE
SERLAL AX = [ CAPAC- | AUX = _ = | CAPAC- | AUX a ATX ST CAPAC- T AUX -
NUMBER| CELL { ELECT |PRESS| ITY | ELECT |PeESs| cEAL |.ELECT |PRESS| ITY | ELECT |PpeEsS| cCELL- | ELECT |PRESS| ITY | ELECT | PpReSs
(volts} (Volts) |{PSIA)| (ah) |(Veoits} |(PSIA)| {Volts}|(velts) [(PSIA}| (ah) | (Volts) J(PSIA}| (volts)| (velts) |(PSIA)] (ah) | (volts) [(PSIA}
29 | ra3d*| S |31 |25 | e 9 | ot | 4 ¢l | ¢8 wbe 137 11369 | “e |32 |45t | ~a | 34
35 | 145§ | 2.5 ( hees | 7.5 ] 437t L4 {
ol 3r | aeso 31 {3 23 | is*t 55 | ¢t { 3/ |1z 26 | (45 25
ol 31 | 1% | 7.¢ ST 73 L3 f4s
§l 33 |ra9s 35 1458 25 wv0 || L3
AT ! 7,0 (43 2.0 371 | 143
R 2 red*] | .8 | 1372 159
3G LA 23 1.7 ‘s | L4 #o 1 2.3 \ 28 {310 - 2% 3l 27
37 | rne* 2.8 i 0.0™ 2. (3 (.58
g 38 | it 27 | 7.¢ 2t | tees0 3¢ | 1.3 27 {43 \ 23 | /50 23
Lo 37 | tsw .0 e * 2.0 1 t.58
=8 4o | 1456 9.0 Lese 7.5 137 458
A |t 9.t 1428 22 | L3 (55
_Ldz | e 2.8 ! st 2.3 /370 751 .
A | 122 4z | 28 ] 2.9 * s9 | &9 35 | 1372 20 | 152 9 )
0l sy | ne* 2 | | 95 * ¢.3 (37 e T
=K A “a | ~a ol | My | e | da | e o | A
a 4«7 2™ e 8 25 * 63 . L3S (4
g sy | 77 rio* ] -1 ¢.2 37 ! s
st | 1457 23 | 34 il 48 | 2 23 ! 137 V| ad | 1 33
St} n 8.3 1448 |26 L3S (&S
%1 52 | 439 2| | 83 (B0 30 | 2 23 1S 25 | 4,68 25
I g 15473 26 (375 {0
g‘;‘ sof | Lizg gz {45 1.5 {378 / IX%3
55 | ldds g1 \ 1.9 2.5 l 1376 II /el
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TABLE II
CAPACITY AND CHARGE EFFICIENCY DATA

' ‘ CAPACITY TEST 1 CAPACITY TEST 2  CHARGE EFFICIENCY
ETD-OF-CHAPGE END_OF OIS CRARGE, ENG-OF - CRARGE END-OF-DISGIARGE ETD-0F -CHARGE END-0F DI SCHARGE
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